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Missouri Roads Pre 1900



* Pennsylvania Ave. First
paved in 1876.



* Maitland Drag
e Macadam
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* 1924 — Missouri
passed a 2 cent
fuel tax.

ROAD INFORMATION

STATE HIGHWAY COMMISSION

A 1924 ki |II\\-II' map.



IRcover Drooram

1952 — Missouri
takes over

responsibility of
12,000 miles of
county highways.

* 95% of all L
Missourians within &
2 miles of a hard &
surface road.
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h_ﬂ‘.:SOUPI STATE HIGHWAY COMMISSION

The “Takeever Pre ';mm" I-:]-‘m in 1952 1 u";mwlu
12,000 miles of lormer county highways infe the state system.
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* August 2, 1956

Missouri became ™R 13 TR IRST PROECT

" ON WHICH ACTUAL CONSTRUCTION WAS STARTED °

th e fi rSt State to ?','.. : UNDER PROVISIONS OF THE NEW

- FEDERAL AID HIGHWAY ACT OF 1956 .
L MISSDURI STATE HIGHWAY COMMISSION

begln Work On the . CAMERDNEUJ’?%%‘ECT%RCOMPANY
Interstate Highway ‘ £
System.
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-A th Aephalt - 106173

+ First full depth interstate
pavement — 12 ¥ inch.

e |-44 Lawrence &
Jasper County

« 2002 Perpetual
Pavement Award




1958

— Hubbard-Field
1973

— Hubbard-Field

— Direct Compression (ASTM D 1074)
1977

— Direct Compression (AASHTO T 167)
« 1981

— Direct Compression (AASHTO T 167)

— Marshall (AASHTO T 245) Bridge Decks
« 1988 (1987 IB & IC)

— Direct Compression (AASHTO T 167)

— Marshall (AASHTO T 245)




| fure Designs

e 1996
— Direct Compression (AASHTO T 167)
— Marshall (AASHTO T 245) 75 Blow
— Superpave (Pilots)

« 2000
— Direct Compression (AASHTO T 167)
— Superpave (AASHTO T 312)




Type A, Band C
Bit. Base, BP-1, BP-2, BP-3

Surface Leveling

Limestone-Porphyry and Limestone-Slag
Type I-B and I-C

Stone Matrix Asphalt (SMA)

Sand Anti-Fracture

Superpave SP125, SP190, SP250, SP095
New and Improved BP-3




1958
— Penetration (60-100)
— Cut-back (RC, MC, SC)
1981
— Penetration (85-100)
— Viscosity (AC-20)
— Cut-back (RC, MC)
— Emulsions (SS-1)
« 1988
— Viscosity (AC-20)
— Cut-back (RC, MC)
— Emulsions (SS-1)
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1996

Binders

— Viscosity (AC-20)

— Performance (PG 64-28)
— Cut-back (RC, MC)

— Emulsions (SS-1)

e 1999

— Performance (PG 64-22)
— Cut-back (RC, MC)

— Emulsions (SS-1)




pluperpave




rnate Riddinao

e 'Structurally Equivalent> PCC and HMAbid
competitively by using life cycle cost analysi
correction factors (September 2003).




SMOOTH ROADS INITIATIVE

— 2,200 MILES OF SMOOTH PAVEMENT ON THE MOST HEAVILY TRAVELED ROADS BY DECEMBER: 2007
CI86% OF MISSOURI'S POPULATION LIVES WITHIN A 10-MILE RADIUS

Smoother. Safer. Sooner
Amendment 3
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